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adjusted by adjusting one or more of the semiconductor
plasma frequency, the concentration and effective mass of
free carriers, and the background high-frequency dielectric
constant in the interfacial region. Thermal heating and/or
voltage-gated carrier-concentration changes may be used to
variably adjust the value of the semiconductor dielectric con-
stant.
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